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CENTRE OF TESTING SERVICE

TEST RESULT

Mo, : CNB3090514-017568-C PAGE :20of4
DATE CMay 18, 2008

DATE OF SAMPLES RECEIVED:
May 14, 2009
TESTING PERIOD:

May 14, 2000 to May 19, 2009

INVESTIGATIONS REQUESTED:

1) As specified by applicant, to determine the Lead content in the submitted sample in
accordance with Consumer Product Safety Improvement Act (CPSIA ) of 2008 (HR
4040)

2)As specified by client, to delermine DEHP, DBF, BEBP, DINP, DNOP and DIDP content in
the submitted sample in accordance with Consumer Product Safety Improvement
Act (CPSIA) of 2008 (H.R. 4040) Sac. 108 Prohibiticn on Sale of Cerain Producs
Containing Specified Phthalates Content.

TESTING METHOD:

Please refer to the following page(s)

TEST RESULTS:

(1)Lead content
With reference to US EFA3IDS0B

Total lead content in the submitted sample  (Consumer Products Safety Improvement Act
(CPSIA) of 2008).

Result
Mo.1

Item Unit Pearmissible Limit

Fabruary 10, 2008 B0
Lead (Pb) makg | Augustid, 2008 | 300 3
August 14, 2011 | 100
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=  CTS

CENTRE OF TESTING SERVICE

TEST RESULT
Mo, : CNB3090514-017568-C PAGE :30f4
DATE CMay 18, 2008
Mote ¢ 1. Specimens, which requested 10 determine Lead content, have

been dissolved completely,
2. N.D. = not detected (}ess than MDL)

3. 1mgkg=1ppm=0.0001%

{2) DEHP, DEF, BBF, DINP, DNOP and DIDP content

With reference to EPA 3540C and EPA 82700 Solvent extraction, followed by analysis using Gas
Chromatography-Mass Speclrometry.

Result
tem Unit Limit
M@
DEHF S 0.1 M.D.
DEP % 0.1 M.D,
BEP B 0.1 M.D.
item Unit Limit Result
MNo.1
DIMP S 0.1 MDD,
DNOP S 0.1 M.D.
DIDP E 0.1 M.D.
Test Par Description
Mo.1 » Red translucent soft plastic
Mote 1 1mgtkg =1 ppan=0.0001%
2. N.D. = not detected (<0.005%)
Written by: é‘“ Inspected by: ..., Approved by:

*** End of Report ***
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CENTRE OF TESTING SERVICE

TEST RESULT

Mo, ; CNB3090514-01758-C PAGE 404
DATE  : May 19, 2009

SAMPLE REFERENCE PHOTO:
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